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Sent Major Degree of Particle size Average particle
Cresn s composition cross-linkage distribution size range (pm)
X ™ e Acrylic Standard to high | Mono-dispersion 0.41t030
MZ Acrylic Ultrahigh Middle-dispersion 5t0 30
series
MH Acrylic Standard to high | Wide-dispersion 1t0 10
series
] Acrylic Ultrahigh Wide-dispersion 3
N a )
- o
Styrene Standard Wide-dispersion 3
Acrylic None Mono-dispersion 0.15t0 04
Styrene Standard Mono-dispersion 1.3t050
Styrene Low to standard | Wide-dispersion 20,55
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